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DDH# From(m) To(m) Corelength(m) EstTrue Width(m) gpt Gold \

108-002 266.90 271.10 4.20 1.80 13.30

108-004  76.15 88.20 12.05 9.50 5.70

108-005 80.60 95.95 15.35 10.00 5.43

108-006 165.34  170.40 5.06 2.05 7.05 iy

108-008 117.40 129.30 12.13 6.50 2.16 \\
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Cautionary Note: \
Grab samples and chip samples labelled on map have not metres \\

been confirmed by Endurance and should not be relied upon.
Endurance believes that the diamond drilling completed in —-——FF"—_“HHH

2008 meets modern professional standards. “'w\ Topographic contour interval = 100 fx




